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ABSTRACT

homogenization heat treatment response of Rheocast structures with conven-
tionally cast dendrite structures of 2024 aluminum alloy, (3) the effect of
pressure and die coatings on the heat transfer coefficient at the die-metal
interface during forging of liquid and partially solid aluminum alloys, and(4) the Thixoforging of 2024 and 6061 aluminum alloy components, their

microstructures and properties.
--"This Report describes worin the third and final year of the program

,4 aime at developing w _-ea estant composites of aluminum base alloys, using
Rheocasting and associated processes. It is anticipated that the feasibilit
of use of such composites in track blocks of land vehicles would be subse-
quently determined.

Composites of two wrought (2014 and 2024) and one cast (201) aluminum
alloys containing 2 to 30 weight percent of Al'O r, and SiC particles in the
size range of l /to 142A)were prepared using a compositing apparatus
developed in this'iWestigation. The non-metals were successfully added andretained in the aluminum alloy matrices using the rheological properties of

a partially solidified, vigorously agitated alloy to advantage.
Subsequently, the composites were reheated to above their liquidus tempera-
ture, shaped and solidified under high pressure in a forging press.

The microstructures, the wear behavior and the mechanical properties
of the composites were studied. Composites with particulate additions large]
than 5 in size possessed homogeneous structures. On the other hand, 4a -
particles tended to cluster. The wear behavior of the composites was studie,
on a pin-on-disk type machine built during this investigation. It was shown
that composites containing large amounts of non-metals, 620 wt%, of Al O
or SiC exhibit excellent wear resistance and low coefficients of frictioR.
The wear mechanism in the matrices and the composites were also established.
It was shown that composites containing small to moderate amounts of non-
metals possess tensile properties comparable to the matrix alloy, while
increasing the amount of particulate additions results in reduced ductility.
Finally, a method was investigated to produce components with high
weight fractions of non-metals near their surface which would then posses
both internal ductility and exceptional resistance to wear on their surface.
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I. INTRODUCTION

In the first two years of this program (1,2), a new net

shape forming process, Thixoforging, was investigated. The

process exploited the special structure and thixotropic

rheological behavior of Rheocast metals to produce porosity

free, heat treatable parts, in a single forming operation, thus

eliminating the substantial manufacturing costs associated with

machining operators. In the third and final year of this program,

emphasis was shifted to research on aluminum matrix composities

produced again using the rheological behavior of Rheocast

matrices to advantage. The forging apparatus and techniques

developed during the first two years were also used for the net-

shape forming of the composites. Specifically, the investigation

was concerned with the fabrication of aluminum alloy composites,

the net shape forming of these composites, their microstructures,

their friction and wear behavior and mechanical properties.

Composites of two wrought (2014 and 2024) and one cast (201)

aluminum alloys containing 2 to 30 weight percent of Al 20 3 and

SiC particles in the size range of lpm to 142pm were prepared.

The compositing apparatus developed in this investigation consists

of a vacuum induction melting system, a controlled mixing assembly

and a special vibration system for addition of the non-metals.

The non-metallic particles were added to a partially solid,

vigorously agitated matrix alloy. The particles were then

retained in the matrix until interface interaction, probably the

formation of Mg Al 2 04 spinel in the case of Al 2 03 particles

1



was facilitated. These composites were solidified and subsequently

reheated to above their liquidus temperature and formed into

shape under high pressure in a closed die forging type of apparatus.

The microstructures of the composites were studied using

optical and scanning electron microscopy techniques. The wear

behavior was studied on a pin-on-disk type machine built for

this purpose. Finally, the tensile properties of the composites

were determined.

II. LITERATURE SURVEY

Increasing demand for lightweight, energy efficient

materials in the government and transportation industries has

stimulated increased activity in the materials community to

develop specific alloys and processing techniques to meet this

new challenge. It is anticipated that inexpensive light metal

matrix composites may find a special demand if they meet specific

friction and wear requirements while maintaining reasonable

mechanical properties. The survey given below is divided into

two general areas. First, available methods for the preparation

of a variety of metal matrix composites are presented and the

microstructures produced are related to mechanical properties.

Second, a general description is given of our current under-

standing of wear mechanisms, and the effects of composition and

process variables on the wear behavior of alloys containing

particulate additions is discussed.

4-
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A. Preparation and Mechanical Behavior of Metal Matrix
Composites

The wide range of properties that can be obtained in two-

phase alloy systems with respect to single-phase metals has led to

extensive research on these materials. Two-phase structures can

be produced directly by controlled solidification, precipitation

hardening and various dispersion hardening techniques (powder

metallurgy and composite fabrication methods).

Much of the work done in this area deals with discontinuous

second-phase particles that are uniformally distributed in an

alloy matrix. Oxides, carbides, silicides, borides and other non-

metallic dispersoid systems have shown some degree of promise in

wear and strengthening applications.

An important group of these hard, second-phase particles con-

sists of those that are insoluble in the matrix and are stable at

high temperatures. Oxides, carbides and nitrides are generally

considered in these studies. Another classification of disper-

soids involves those where the second phase can react with or dis-

solve in the matrix. These structures are generally based on

intermetallic compounds produced from solidification or solid

state transformations. The dispersoid is usually softer and un-

stable at higher temperatures.

There are a number of techniques available for the produc-

tion of various dispersed phase alloys. They include solid state

transformations, liquid-liquid reactions, liquid-solid reactions,

gas-liquid reactions, gas-solid reactions and mechanical mixing.

Gas-solid reactions [3,4] comprise some of the most promising

!"~ ____
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methods for producing the finest oxide dispersions (<< lip) ob-

tainable in current practice. Specific examples of the gas-solid

reaction include surface oxidation, internal oxidation and a comn-

bination of the two methods.

Surface oxidation [3] is used in the fabrication of SAP-type

alloys. Metallic powders with a very high specific surface area

have their surfaces oxidized. This is followed by compaction,

sintering and hot extrusion that breaks up and disperses the ox-

ide film. A volume percent from 12 to 14 of the oxide phase can

be obtained that is relatively uniform and reproducible.

Internal oxidation [4] involves the formation of stable ox-

ide particles in a dilute solid solution where the solute is more

active than the solvent. The size of the oxide particle is re-

lated to the absolute free energy of formation of the oxide, tem-

perature of oxidation, solute content and effective depth of in-

ternal oxidation. A good dispersion by this method will require

the oxygen to diffuse much faster than the solute in the matrix.

The thickness of the section that can be processed is an impor-

tant limitation to this technique.

Surface plus internal oxidation [4] combines the above two

techniques using metal powders to overcome the restrictions on

the obtainable size of the specimen. There is a significant con-

version of solute to fine refractory oxide particles. The less

stable oxides are eliminated by further selective reduction.

Mechanical mixing [5] is very versatile and adaptable to

many alloy-dispersoid systems. It requires the blending of alloy-

ed powders with fine oxide particles. Compaction, sintering and



extrusion follows the blending. Generally, an oxide content of

0.5 to 15 volume percent is added giving a series of fine particle

dispersions of increasing strength and decreasing ductility with

increasing oxide content. Limitations encountered involve obtain-

able particle size and segregation of the oxide particles.

A promising technique that does not require powder metallurgy

methods involves the preparation of a composite with the desired

dispersed second phase in a metal alloy matrix [6,7]. The procez:

involves taking advantage of the rheological behavior and struc-

ture of a partially solidified, agitated matrix alloy. The hard

non-metallic particles are added to and retained as a relatively

homogeneous dispersion in the partially solid alloy mixture. This

agitated slurry prevents floating, settling or agglomeration of

the particles and allows wetting between the particles and liquid

matrix of the slurry. A limitation of this method includes the

difficulty of adding very fine particle sizes without clustering

or segregation prior to addition and within the metal matrix. For

fine to moderate size particles (31i-150), however, the technique

permits the fabrication of materials that exhibit improved friction

and wear behavior while maintaining reasonable engineering

strength. An important factor, in addition to improved friction

and wear properties, leading to the development of such composites

is the consideration of material selection versus product econom-

ics. It becomes very practical to replace a more expensive mater-

ial by a less expensive alloy containing a dispersoid that main-

tains the same mechanical design requirements.

The properties of dispersed phase alloys are dependent on
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several characteristics of the dispersion. The effects of these

variables are complex and there are disagreements regarding which

paramenters contribute the most. This stems primarily from differ-

ences in the systems examined. Parameters influencing the mechan-

ical behavior include volume fraction of the particle, particle

size and spacing, particle morphology, hardness and strength of

the particle versus the alloy matrix, degree of bonding of the

system, stored energy from the mechanical working, recrystalli-

zation temperature, and fracture characteristics (crack nucleation

and propagation).

Studies made to evaluate the properties and behavior of dis-

persed phase alloys can be divided into three groups. The first

group consists of those particles with sizes greater than one

micron. The next group deals with pre-precipitation phenomena of

solid state transformations. The final group pertains to small,

inert dispersoids much smaller than one micron. The variables

controlling properties and the deformation and the strengthening

mechanisms seem to be different in every case. The first group

of dispersions will be considered in this review.

Edelson and Baldwin's investiqation [8J on dispersion-

strengthened copper alloys considered the behavior of dispersions

of particles larger than one micron in size. Powder metallurgy

techniques were used to fabricate alloys consisting of dispersions

of chromium, iron, alumina, molybdenum, graphite, lead and voids

in copper. Particles ranging in size from 5 to 200p, volume frac-

tions of 0-0.25, mean free paths of 25-45p, and interparticle

spacings of 5-8p were tested.

I .
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The volume fraction (g) and particle size (d) of the discon-

tinuous second phase were taken as independent variables. From

these two variables, the mean free path (X) and interparticle

spacing (Ds) were determined using statistical analysis resulting

in the following relationships:

WDl

g = (I-W) D2 + WDl = Volume Fraction (1)

where W = weight fraction dispersoid

DI = density of matrix

D2 = density of dispersoid

2 d (l-g) (2)
3g

Ds  d (l-g) / (3)

The mean free path was taken to be the distance moved from a given

reference particle to a second particle that is taken as an aver-

age in all directions. Interparticle spacing may be thought of as

the average diameter of space-filling cells centered on the dis-

persoid particles. This is schematically shown in Figure 1 [8].

The relationships between g, d, D and X are illustrated in Fig-

ure 2 using the equations given above.

It was shown that iron and chromium particles increased the

yield strangth. The voids, alumina, graphite, lead and molybdenum

dispersions showed no improvement. In all cases, strengthening

occurred when a strong particle-matrix bond was formed. The

strong bond allowed for a boundary between the particle and matrix

II



capable of supporting the local strain field developed under load.

When strengthening does occur, the yield stress was shown to be

a function of the mean free path (that is, particle size and

volume fraction). Hardening seems to fall off above a critical

mean free path whose value varies directly with the particle

diameter as shown in Figure 3 [8].

Ductility, as measured by reduction in area, is a function

of volume fraction and is independent of particle size. The gen-

eral trend as shown in a plot of ductility versus volume fraction

in Figure 4 [8] shows the effect of second phase additions as

always being embrittling regardless of their effects on strength-

ening. The second phase, especially those with irregular shapes,

act as areas where crack initiation and propagation may occur as

a result of local stress concentrations. This causes the metal

to reach its fracture strain at much lower overall strain. It

should be noted that the strain hardening exponent and fracture

stress follow the same general behavior as the ductility.

Mogford [9] gives a good review of deformation and fracture

of dispersed second phases in alloys. The yield stress of the

dispersion strengthened alloy should generally be greater than

that of the matrix by itself and this effect is a result of the

hard, rigid particles exerting constraint on the matrix.

The most significant role of these particles is to lower the

ductility of the matrix alloy as a resu!t of failure at the weak-

est interface. The strength is therefore dependent on particle-

matrix bonding and independent of the type of hard particles

I
used. Particles that have weak bonds with the matrix act as sites

-,1 "'
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for failure by decohesion and void nucleation.

Levi, et al [10] examined the interface interactions of alum-

ina fiber (3-6mm long) with aluminum alloys. Composites of homo-

geneous dispersions of Al 203 fibers were obtained by adding them

to agitated, partially-solid slurries of Al-Mg, Al-Cu and Al-Cu-Mg

alloys. The fibers appeared wetted and bonded to the matrix.

Microscopic examination of the composites revealed the exis-

tence of an altered microstructure around the Al 203 fibers which

consists of a fine multiphase material. Features common to all

the structures were the existence of an intimate bond, the absence

of voids at the fiber boundary and the presence of fine polycrys-

talline c-Al 203 in the interaction zone. The average maximum

thickness of this "apparent interaction zone" depends on residence

time and alloy composition as shown in Figure 5 [10]. Residence

time was taken as the time the fiber was in contact with the agi-

tated, partially-solid slurries after addition plus the time for

remelting and solidification.

In the case of Al-Mg alloys, bonding was achieved through

formation of a MgAl 204 (spinel) layer by reaction between the

fiber and the Mg in the liquid Al. The Al-Cu-Mg alloys were ob-

served to have MgAl 204, c-A1 203 and possibly CuAl 204 coexisting

in the interaction zone.

Levi, et al [10] postulated that a compound of the aluminate

type was formed on the fiber surface and provided the necessary

bond with the surrounding matrix. Examination of fracture sur-

faces of the composite revealed that in general, the failure was

not at the interface, but rather by plastic flow at the matrix

maround the fibers.
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In conclusion, the properties of coarse particle

dispersions, which is of interest to the present investigation,

seem to be dependent on the geometric variables of dispersion

(e.g. the mean free path (X)) and the structural characteristics

of the dispersoid (e.g. strength and bond formation).

There are several techniques available for the production

of dispersed phase alloys. Most of them are adaptable to only

particular applications, and clustering or segregation of the

dispersions are an important problem to overcome. Powder

metallurgy methods are used in most of the techniques to produce

fine dispersions. For coarser dispersions, the composite

fabrication process described in this investigation provides an

alternate approach that should lend itself to production of the

composites continuously and economically.

B. Wear Behavior

Wear is generally defined as the unwanted removal of

material by chemical or mechanical action. Wear

classifications can depend on the wear rate, wear mechanism,

the type of relative motion etc. For example, the amount of

material lost could be used to define mild or severe wear. On

the other hand, Czichos's [11) classification of the types of

wear, shown in Table I, is based on the type of relative motion

and wear mechanism. He states that in order to specify the

type of wear it is necessary to take into account:

i. type of relitive motion

ii. dominant wear mechanism

iii. material properties relevant to wear

iv. wear rate, and

* v. appearance of the worn surface.



Abrasive wear mechanism usually develops when one of the

surfaces, in contact and in relative motion, is much harder

than the other. Grinding of a piece of metal by the hard

particles on an emery paper or the asperities of a harder surface

are examples of such wear.

In what follows, first the different wear mechanisms are

reviewed and some experimental data between wear rate and

process variables are presented. Second, transition between

mild and severe wear which is characteristic of dry sliding

wear of metal rubbing against metals is discussed. Finally,

some experimental results of aluminum alloys under dry sliding

wear are presented which show the effects of composition and

process variables on the wear processes in these alloys.

Wear Mechanisms

There are five basic wear mechanisms:

i. abrasive wear

ii. adhesive wear

iii. surface fatigue wear

iv. erosion wear, and

v. corrosive wear.

Since in most instances two or more wear mechanisms may be

operating concurrently, the dominant wear mechanism is established

by analysis of the worn surface under the microscope. It is also

important to remember that the type of relative motion plays an

important role in the wear mechanism. Finally, the dominant

wear mechanisms may change due to changes in the test conditions.

For example, a transition from mild to severe wear may result from

an increase in load and/or sliding velocity.
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Kruschov [12) has defined the abrasive wear resistance (c) as

the inverse of the measured wear volume:

wear resistance C M (4)

The wear volume in abrasive wear has been found to be propor-

tional to the applied load and the sliding distance. Experimental

results also show an inverse linear relationship between wear vol-

ume and hardness - this is especially true for cast irons [13].

Adhesive wear mechanism is developed when the applied pressure

is large enough to produce local plastic deformation which eventu-

ally results in metal transfer by adhesion of the asperities of one

surface to the other. Therefore, surface properties of metals,

rather than bulk properties, play a prominant role in this wear

mechanism. Wear tests in vacuum have shown that adhesive wear can

be induced between almost any pair of metallic surfaces and that

adhesion bonding is enhanced by mutual solubility of the metals in

contact. Furthermore, this type of wear is also influenced by

crystal structure, crystal orientation and small alloying additions

in some metallic systems [11].

Surface fatigue wear mechanism is ascribed to continuous stress

cycling in rolling contact. Suh [14] has attempted to explain the

formation of sheet-like wear particles by taking into account the

stress field beneath the surface of contact and a disloc'ation inter-

action model. However, a fatigue limit stress for this type of wear

has yet to be found for design purposes of infinite life conditions.
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Erosion wear and corrosive wear are not of direct interest to

this investigation. The former wear mode occurs where particles

flowing in a fluid stream strike a surface. while the latter is gen-

erally due to operative corrosion mechanisms such as the acid con-

dition of a lubricant.

Effect of Variables on Sliding Wear

The important variables affecting sliding wear have been demon-

strated to be:

i. Sliding distance

ii. Contact interface: Contact area, shape,

finish and atmosphere

iii. Load and Velocity

iv. Material properties.

One of the first relationships between process variable and

wear volume was that proposed by Archard [15]. It is:

V = K (5)3H()

where V =wear volume, P = load, L - sliding distance, H is the

hardness of the softer material and K is a proportionality con stant.

Since then, most of the work which has made use of equation (5),

has been directed toward finding correlations between the proportion-

ality constant K and various material and test variables.

Under abrasive conditions, wear volume is usually found to be

proportional to the sliding distance. However, exceptions are noted

for the case of dry metal to metal sliding wear. For example,

Bhansali [16] has reported that cobalt and nickel base alloys display
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variable and sometimes abrupt changes in wear rate with sliding

distance. He has postulated that wear rate is influenced by changes

in microstructure such as the exposure of carbides in a cobalt-base

alloy subsequent to wear of the surrounding matrix.

Wear data obtained is influenced by the geometry of the device,

the contact interface and the atmosphere in important ways. For

example, in the case of a pin-on-disc machine the wear rate of the

specimen will depend on whether it is used as the pin or the disc.

This is due to the fact that the pin is always in contact with the

disc whereas the surface of the disc goes in and out of contact as

it rotates, producing different temperature distributions on the

pin and on the disc. Variations in the specimen temperature can

be responsible for phase changes as well as oxidation. The former

has been observed by Hogmark et al [17] on several martensitic steels.

On the other hand, the atmosphere surrounding the contact interface

also plays an important role when oxide formation becomes the dom-

inant wear process.

As noted in equation (5) the wear rate under dry sliding con-

ditions increases with increasing applied normal load. However,

changes in the microstructure and the microchemistry of an alloy

can affect this finding. For example, Bhansali[16] reports that

the presence of oxides in nickel-base alloys and carbides in cobalt

base alloys result in anomalous behavior in the wear rate as a func-

tion of applied load.

The effect of sliding velocity on wear rate is not well defined

because it can influence the operating wear mechanism itself. Quinn

et al [18] have proposed an equation in which the wear rate is
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Inversely proportional to the sliding velocity. However, applica-

tion of this type of relationship to materials such as steels is

questionable. Hogmark et al [17] working with martensitic steels

found that at low sliding velocity the dominant wear mechansim was

corrosive. At high sliding velocity and high loads the wear was

severe due to the high contact temperature produced by the adhesive

wear mechanism. Bhansali [16] postulated a shift in the wear mech-

anism of nickel base alloys from mild to severe wear at higher

sliding velocities at low applied loads.

Mild to severe transition in dry sliding wear has been the sub

ject of a number of studies [19-21]. It is generally agreed that

increasing the hardness of the contact surface pushes this transi-

tion to higher loads. For example, Arnell et al [20] report that

mild-severe transition occurs when the maximum shear stress in the

region of contact reaches one-sixth of the material hardness.

While this simple correlation was deduced from a number of experi-

ments on copper, brass and mild steel against a hardened steel disc,

it is unlikely that it would hold for other materials and test

conditions.

The presence of discrete hard or soft particles in a matrix can

influence wear behavior in important ways. Both Hogmark et al [17]

and Sato et al [22] found reduced wear when the matrix alloy con-

tained hard particles. The presence of soft particles could

increase wear rate [22,23]. However, this observation may have

been due to the poor bonding between the particles and the matrix

[23].

Noi
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Wear of Aluminum Alloys

Most of the research and development efforts have been directed

toward applications where the bearing properties of aluminum alloysh are of primary importance. Examples of these applications include

the use of aluminum-tin alloys where optimum boundary lubrication is

required and aluminum-silicon alloys in the internal combustion

engine as cylinder blocks, cylinder heads and pistons.

Aluminum alloys display two basic wear mechanisms, oxidative

or mild wear and metallic or severe wear. The onset of severe wear

is taken as the start of seizure and the sliding distance that cor-

responds to this point is designated as the "point of seizure"

Most studies of dry sliding wear have been concerned with the

effects of applied load, sliding velocity and alloy composition on

seizure resistance. For example, it has been found that additions

of copper to aluminun improve the seizure resistance, particularly

ahigher sliding velocities [24]I. On the other hand, applied load

iT and to a lesser extent, sliding velocity influence the point at

which seizure occurs, but have no effect on the mechanism of seiz-

Additions of silicon, especially in the hypereutectic composi-

tion range which results in formation of primary hard silicon par-

ticles in the matrix, improves the wear resistance of aluminum

alloys. Shivanath et al [25] have shown a continuous increase in

the transition load with increasing silicon content in this composi-

tion range. However, oxidative wear rates (mild wear) appears to be

independent of both silicon content and the particle size of the

I silicon. Mild wear rate q (g/cm) in aluminum alloys has been
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correlated to the applied load P(g) by the following equation [26]:

q =KP a (6)

where a = 0.4 to 0.6

and K is a proportionality constant which depends on the

material being tested.

The mild and severe wear regimes of aluminum-silicon alloys

have been distinguished by both the magnitude of the volume wear

rate and the operating mechanisms [ 25]:

Oxidative wear rate: 10-8 to 10- 7 cm 3/cm

Metallic wear rate: 10- 5 to 10-4 cm 3/cm

Finally, in one oxidative (mild wear) experiment transfer of

iron from the steel disc to the wear pin surface has been reported

[25]. It is postulated that the protective surface film contains

a uniform high distribution of Al/Fe intermetallic. On the other

hand, metallic or severe wear is characterized by plastic deforma-

tion and shear with a roughened surface appearance when viewed in

the SEM[ 25].
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III. APPARATUS AND PROCEDURE

Aluminum matrix composites of two wrought alloys 2014

and 2024 and one cast alloy 201 containing particulate additions

of Al203 and SiC were produced in a vacuum induction melting and

casting system especially modified for this purpose. The

composite fabrication technique is based on that previously

described by Sato et al [22]. The composites were subsequently

reheated to above their liquidus temperature in a second

induction furnace and forged into shape in a 200 ton hydraulic

press. The microstructures of the composites were studied and

their tensile properties were determined. Finally, disc shaped

wear test specimens were removed from the forged composites and

their wear behavior vas studied on a pin-on-disk type machine

designed and constructed in this investigation.

A. Fabrication of the Composites

. Photographs and a schematic illustration of the modified

vacuum induction system used to fabricate the composites are

shown in Figures 6 and 7. The apparatus consists of an induction

power supply (50KW, 3000 cycles) a water-cooled vacuum chamber

with its associated mechanical and diffusion pumps, and a crucible

and mixing assembly for agitation of the aluminum alloy melts

prior to and during the preparation of the composites. The composite

II ____
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fabrication procedure included partial solidification of an alum-

inum melt in vacuum while it was subjected to vigorous agitation.

The non-metallic particles were then added to the partially solid

alloy slurry while agitation was contined. The non-metals were

thus entrapped in the melt while interaction between the particles

and the matrix promoted wetting (22).

The vacuum induction furnace shown in Figures 6 and 7 has sev-

eral ports for observation of the melt and the incorporation of

water, gas and electrical feedthroughs. The mixing assembly

located on top of the furnace is co-axially aligned through an

O-ring seal at the top of the chamber and a bearing block just

above the crucible.

The blades are made of cast iron that were sand cast and

ground with a curved taper. The overall blade dimensions are 76mm

long, nu 40mm high and ", 40mm wide at the center with a taper down

to 6mm at the blade tip. Two blades were utilized mounting one

perpendicular to the other on the shaft. A protective refractory

coating of Sauereisen paste (No. 1) was applied to the blades

to prevent interaction with the molten melt. This was further

coated with a carbon wash. A conical graphite plug (, 40mm

diameter by % 40mm) was screwed on at the base of the shaft below

the two blades to complete the assembly.

An alundum crucible (% 90mm diameter by , '50mm) with a bot-

tom hole was designed and used in the furnace. A tapered graphite

insert with a center hole (25mm diameter) was positioned at the

bottom of the crucible to allow bottom pouring of the composite.

The graphite plug on the blade assembly mates with this insert

-
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during the preparation of the composite. This rotating seal pre-

vents leakage of the melt. The charge capacity of the furnace is

approximately I kilogram for an aluminum alloy with the blade

assembly in position.

The composites are cast in a water-cooled graphite mold,

"90mm in diameter by "u 125mm high, located directly below the

crucible assembly. The non-metallic particles are introduced

into the alloy slurries by means of a magnetic feeder device with

a variable controller to regulate the feed rate. The trough is

positioned such that the particles enter the melt between the rotor

and the crucible wall.

Approximately one kilogram of aluminum alloy was placed in

the system with the blade assembly in place. The chamber was

pumped down to 0.15 torr pressure using the mechanical pumps only..1 The alloy was superheated above its melting temperature and the

agitation was initiated as noted above. The induction power was

gradually lowered until the alloy was 40 to 50 percent solid at

which time the non-metallic particulates were added to the slurry.

The power input was controlled such that the total percent solid,

non-metals and solid spheroids of the alloy, did not exceed -, 50

percent. Rotation speed of the blade was generally maintained at

240 RPM. Stirring was continued until interface interactions

between the particulates and the matrix promoted wetting (27).

The melt was then superheated to above its liquidus temperature

and bottom poured into the graphite mold by raising the blade

assembly.
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B. Shape Forming of the Composites

The forging apparatus used is shown in Figures 8 and 9.

It consists of a high frequency induction furnace and power supply

(400V, 15KW, 3000 cycle) and an automated hydraulic (200 ton) forg-

ing press modified to permit shaping and solidification of com-

pletely liquid and partially solid charge materials under pressure

[2].

The forging dies illustrated in Figure 10 were sprayed with a

thin coating of graphite powder mixed with isopropyl alcohol. A

ring insert was placed in the lower die half to allow fabrication

of shapes that would provide material for wear and mechanical test-

ing. The smaller diameter (, 80mm) section was used to study the

wear properties and the larger diameter (, 115mm) section was used

to examine the mechanical properties of the composites.

The shape forming sequence of operations were as follows. The

cast composites were placed in an alumina crucible (^ 100mm in dia-

meter by 170mm high) and reheated in the induction furnace to a

superheat of 50K. The temperature was closely monitored with a

thermocouple to prevent overheating. The crucible was then removed

from the furnace. The oxide film on top of the melt was skimmed

off, ard the melt was gently stirred mechanically to avoid particle

settling. The melt containing the non-metallic particles was then

transferred into the lower die half of the press and the top die was

brought down to shape and solidify the composite under an applied

8pressure of approximately 2 x 10 Pascals. The pressure was main-

tained for 90 seconds to complete the solidification before the

composite was ejected. Solidification in the unheated steel dies
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under direct applied pressure resulted in a structure free of

macroporosity with a relatively homogeneous distribution of the

non-metallic particles. Figure 9(b) shows a representative shaped

composite part produced in this investigation.

C. High Volume Fraction and Dual Layered Composites

In certain applications it may be desirable to have a compos-

ite with high volume fraction of non-metals (-.0.5) or one with a

gradation of non-metallic particulates - e.g. a wear resistance

surface backed by a ductile matrix. Two similar but slightly dif-

ferent techniques were develqped for the production of such com-

posi tes.

In the first process a porous ceramic filter was used to

remove a portion of the matrix liquid during the forming operation.

This 20 mm thick ceramic filter, a product of Consolidated Alum-

inum called Selee, was first located in the bottom of the

lower die. A 3mm thick layer of 1501im size Al 203 particles was

spread uniformly on the top of the filter. This was done to pre-

vent infiltration of particles on the composite into the porous

filter. The composite was superheated to 50K above its liquidus

temperature, transferred to the lower die half and solidified under

pressure as previously described. Figure llshows a schematic illus-

tration of the experimental set-up prior to and after the forming

operation. This process was successful in producing high volume

fraction composites. It should be noted that a thin layer of matrix

v 2 to 3mm thick, devoid of non-metallic particulates, was consis-

tently noted at the top of the composites following this operation.

I
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Composites with a variable concentration of non-metallic particles

were readily produced using a second technique. The procedure

followed was to sequentially add the composite and a superheated

liquid melt devoid of any particles into the lower die half prior

to pressurization. The viscous composite, , 6.0mm thick, remains

at the bottom of the disc-shaped part if the matrix alloy is added

gently by means of a coated stainless steel trough. Composite parts

produced in this way contain a sharp discontinuous non-metallic

composition gradient.

0. Composite Compositions and Evaluation Techniques

Composites of two wrought and one cast aluminum base alloys

were prepared. Table IIgives a list of the composites fabricated.

The nominal compositions of the matrix alloys studied were:

(a) 2014 - 4.4% Cu, 0.8% Si, 0.8% Mn, 0.4% Mg, BALANCE Al

(b) 2024 - 4.5% Cu, 1.5% Mg, 0.6% Mn, BALANCE Al

(c) 201 - 4.7% Cu, 0.39% Mg, 0.3% Mn, 0.6% Ag, 0.2% Ti,

BALANCE Al

The disc-shaped parts, Figure 12, were sectioned with

a diamond saw to prepare specimens for friction and wear and mech-

anical behavior studies. The friction and wear properties were

investigated on a pin-on-disc type machine.

Standard round tensile specimens of 6.35mm gage diameter and

25.4mm gage length were tested with an Instron testing machine at

a strain rate of 1.25mm per minute. The solutionizing and aging

parameters of the alloys used are listed in Table Ill.

*1
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Elevated temperature tensile tests were also performed with

the same specimen dimensions as used in the room temperature tests.

An MTS mechanical testing system with a high temperature furnace

(1275K max.) mounted on the load frame was utilized. The tensile

specimens were heated up to a temperature of 525K and held at

this temperature for 15 minutes to allow for a uniform temperature

distribution throughout the specimen. Testing proceeded subse-

quently at a stroke rate of 1.0 mm/min.

E. Wear Measurements

The friction and wear measurements were carried out on the

pin-on-disk type machine shown in Figures 13 and 14 which was espec-

ially built for this investigation. It is similar to the machine

described by Burwell and Stange [28] and Wu [29].

The circular disc with the specimen holders is driven by a

1/8 HP variable speed DC motor coupled to a 10 to 1 ratio worm

gear reducer. The speed of the motor was varied on different wear

track diameters such that a constant speed of 10 cm/s could be

maintained throughout all the tests. The normal force is imparted

by placing weights on the rider (pin) which is attached to the end

of the counter-weighted flexible arm shown in Figures 13 and 14. An

aluminum dynamometer ring % 9cm in diameter by -. 2cm wide and -

0.12cm thick with strain gages attached on the inside and outside

of the ring is used to measure the bending strain due to the fric-

tion force. The signal, which is obtained through a differential

amplifier, is recorded on a Gould strip chart recorder. The average

coefficient of friction is then calculated from this data.

- IL~1 I



The rider (pin) onsist; of a vertical treaded (- 6.3mm dij-

meter) rod v;hich fits a' on- extremity of the dynamometer rin ;

A 6.4mw;i diameter AISI type F-52100 ball bearing was attached to

the end of the pin with epoxy. A new ball bearing was used at the

beginning of each test.

The composite specimens, 80mm in diameter by 2 to 4mm th;' k

were removed from the srial ler section of the shaped forging sho,,.

in Figure 12. Two disc-shaped specimens were removed with a di;1 -

mond saw from each forging. These were machined flat and polis ,.

with 600 grit SiC paper prior to each test. All the specimens

were tested in the as-cast condition with no heat treatment.

The wear test consisted of weight loss and coefficient c<

sliding friction measurements on the matrix alloy and composite

specimens sliding against the ball bearings noted above. All t>:

were carried out under dry sliding conditions. Prior to each te~t

both the disc and the bearing were degreased with acetone. The

weight loss was measured with an accuracy of ± O.1mg after every

100 meters of sliding.

Wear mechanisms were studied bv examination of specimens

polished with 6pm diamond compound followed by 0.31im AI 2 0 3  particI

prior to each test. The wear tests were run from a few cycles

up to 2000 meters. The tracks were examined with optical and

scanning electron microscopes.

I The Anti-Friction Bearing Manufacturer's Association grade of
the ball bearing used is 25.

I
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IV. RESULTS AND DISCUSSION

The disc-shaped composites produced were sectioned, their

structures were examined by Scanning Electron Microscope

techniques and their mechanical, friction and wear properties

were determined.

Table II lists the various composites produced and shaped

in this investigation. As previously noted, two wrought and

one casting alloy were used as matrices. The non-metallic

additions, Al 203  and SiC particles in the size range of 1 to

142pm, were made to the partially solid alloy matrices. Weight

percent of the particles added was varied from 2 to 30 percent.

Results of the microstructural evaluation of the composites,

their tensile properties at room temperature and at 525K and their

behavior are discussed below.

A. Microstructure of the Composites

Representative microstructures of the liquid forged, disc-

shaped composites are shown in Figures 15-19. A high weight

percent addition of coarse Al2 03  particles generally resulted

in homogeneous distributions of the non-metals in the aluminum

alloy matrices. Note the uniform distribution of the particles

in Figures 16-18 as well as the absence of voids in the surrounding

matrix. The latter is attributed to solidification under the high

direct applied pressure in the forging press. Relatively uniform

distributions were observed in almost all the composites produced

when the weight percent and size of the non-metallic additions

were 5 percent or more and 5pm or larger, respectively.
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Representative microstructures of different matrices containing

5 weight percent of Al203  are shown in Figures 15-19(a).

On the other hand, significant particle clustering (formation

of segregated regions of concentrated particles surrounded by

regions of matrix devoid of particles) was observed when the particle

additions were in the hIm size range, Figure 19(b). Attempts to

break-up these clusters by mild mechanical agitation of the remelted

composites, prior to forging, were not successful. Severe agita-

tion was avoided because it causes air entrapment in the compos-

ite. It is postulated that the clusters form during composite fab-

rication, when the fine particulates are added to the alloy slurry,

and are entrapped in the liquid matrix surrounding the primary

solid particles. Agitation of the reheated composites prior to

forging, while not effective in breaking up the clusters, did insure

a uniform distribution of the clusters themselves in the shaped

part.

Interface intera-tions between A]2 03 and aluminum matrices

during fabrication of composites using mechanical agitation have

been previously investigated (10,32). The formation of an MgAl 204

and CuAl 204 spinels and other interactions (10) between alumina

fibers and aluminum matrices has already been discussed. Close

examination of these interfaces using Auger and electron diffrac-

tion techniques (32) has verified the earlier findings. Particu-

late composites produced in the present investigation revealed

I
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excellent intimate bonds between the Al203 particles and the various

matrices. All three matrices contain magnesium and copper as alloy

element additions. Thus, it is postulated that interactions sim-

ilar to those noted above are responsible for bonding at the inter-

faces.

Figure 20 shows optical microscope views of a dual layered,

high volume fraction composites of a 2024 aluminum alloy made

using the special ceramic filter and oxide particles shown in Fig-

ure 11. The oxide particles, 142pm in size, were identical to

those put in the alloy matrix. These were sprinkled on top of the

filter in order to prevent the particles in the composite itself

from infiltrating the ceramic filter. Thus, the lower extremity

of the structure shown in Figure 20 consists of infiltrated A1203

particles which are not completely wetted by the matrix alloy.

This oxide layer was separated from the dual layered composite by

means of a diamond saw. Thus, the final product was a disc-shaped

part composed of two layers, a 2024 alloy matrix followed by a com-

posite containing approximately 30 weight percent of 142 m size

A1203 particles. It is postulated that composites thus produced

would be used in applications where exceptional wear properties

on a given surface are desired in combination with a relatively

ductile internal microstructure.

Other techniques, such as the dual layered technique described

in the procedure, are equally successful in producing tailored

inhomogeneous composites such as the one discussed above. In the

latter approach introduction of the superheated matrix alloy on top

of the remelted composite had to be carefully controlled to avoid
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intermixing of the two. Dual layer composites like the one in

Figure 20(b) were successfully produced in this way.

Finally, other processing options such as centrifuging during

solidification of an axisymmetric part can be used to effectively

segregate heavy or light non-metallic additions to the outside and

inside extremities of the part prior to solidification. Gravity

segregation of particles in a composite during slow solidification

in a heated mold is a further processing technique that can be

utilized for the production of such composites.

B. Mechanical Properties

The main objective in the production of the aluminum matrix

composites and their subsequent shape forming is for use as net

or near net shaped components in applications requiring exceptional

wear behavior. However, it is essential

that such composite components, or surfaces in the case of inten-

tionally segregated composites, possess predictable minimum accep-

table mechanical properties. The room and high temperature tensile

properties of the composites reported below were determined to

satisfy the latter requirement.

The disc-shaped composites were sectioned with a diamond saw

into rectangular blanks for subsequent machining of the tensile

test bars shown in Figure 12. All the composite specimens and the

I
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matrix alloys shaped in an identical manner were tensile tested in

the heat treated T-4 condition. The control samples of the matrix

alloys were also heat treated to a T-6 condition and tested for

comparison with data available in the literature, specimens pulled

from the wrought alloys used in this study and data from previous

work on squeeze cast (liquid forged) and Thixoforged disc-shaped

parts [2]. Table III lists the various time and temperature of

the heat treatments, while Table IV lists the commercial room

temperature properties reported in the literature and those deter-

mined in an earlier investigation on the same forging press [2].

Average room temperature tensile properties of the composites

and the matrix alloys in the T-4 condition determined in this

investigation are listed in Table V. The tensile properties of

the matrix alloys in the T-6 condition are listed in Table VI. The

latter should be compared to those in Table IV as well as the ones

shown from an earlier study [2] on Squeeze Casting (liquid forging)

and Thixoforging (forging of Rheocast alloys). Several observations

are readily made by comparing the data in Tables IV to VI.

First, the better properties, ductilities, of the earlier

study [2] are attributed to the fact that the alloys were degassed

and protected with nitrogen prior to the forging operation. Oxide

entrapment was thus minimized in these forgings. Second, the

higher volume fraction composites were very brittle and possessed

low tensile properties. For example, the 20 weight percent compos-

ites in the T-4 condition had an average ternsile strength of 16.5

Kg/mm 2 and a corresponding elongation of approximately 0.4. The

low ductilities in these specimens can be attributed to the large
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number of blocky particles with sharp corners which make the com-

posites prone to localized crack initiation and propagation.

Third, the lower volume fraction composites containing relatively

homogeneous distributions of fine A12 0 3 retain reasonable tensile

properties comparable to and in some cases exceeding the yield

strength of the matri x alloy solidified under identical conditions.

For example, note the tensile data on 2014 and 201 alloy composites

containing 5 weight percent of 5pm size A12 0 3 particles. These

latter observations are in line with those reported by Sato et al.

[7] for hot extruded composites of aluminum alloys prepared in a

similar manner.

Results of the Edelson and Baldwin [8] reviewed earlier and

reported in Figure 4 show that ductility, as measured by ln/A 0/A f),

continuously decreases with increasing volume fraction of particu-

late additions and appears to be independent of particle size. The

data in Table V are plotted in a similar manner in Figure 21 .I

The volume fraction of the A12 0 3 particles in the composite was

determined from the data in Table V and the following equation:

g TIWD2 + -W =- volume fraction (1)

where,

W = weight fraction charged

D= particle density n. 3.72 g/cc [A 1203]

D= matrix density n- 2.8 g/cc [for 2014,2024]
and 3.0 g/cc [for 201)
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The trend established between ductility and volume fraction of

A 1203 is similar to that reported earlier [8]. However, the duc-

tilities of the present study appear to fall far lower than

Edelson and Baldwin's curve [8] also shown in this figure. It is

postulated that their higher ductilities can be attributed to the

very ductile, forgiving copper matrix used.

The measured elevated temperature, 525K, tensile properties of

the matrix alloys and the composites are listed in Table V11.

The higher volume fraction specimens were not tested due to

their poor room temperature tensile properties. Small improvements

in the elongation~ were observed with ultimate strength values

2decreasing anywhere from 8-15 Kg/mm

C. Fracture Surfaces

The fracture surfaces of the tensile specimens were examined

in order to determine the nature of failure of the composites.

Figure 22 shows typical Scanning Electron Microscope fractographs

of two fracture surfaces of the composites tested at room tempera-

ture. The particles show little or no signs of cracking and appear

to be well bonded to the matrix. Failure of the composites seems to

have occurred through the matrix as a result of void coalescence

as exhibited by the "dimpled" regions in the matrix. It is believed

that the sharp morphology of the alumina particles allow for easy

formation of microcracks which lead to void growth and final fail-

ure of the material. Similar structures were observed on the frac-

ture surface of specimens tested at 525K. Again there was strong

evidence of bonding between the particles and the matrix alloys.
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D. Friction and Wear Behavior

The wear tests were carried out on the apparatus shown in

Figures 13 and 14. The procedure was that previously described.

Photographs of discs removed and machined for use in the wear

test machine are shown in Figure 23. The wear tracks made by the

52100 ball bearing can be noted on three of the discs. The uniform

distribution of the non-metals is readily noted in the disc

containing the coarser Al 03 particles, Figures 23(c) and

23(d). All the tests were done at a constant sliding velocity

of 10 cm/sec. The weight loss in each specimen was determined

after a given sliding distance. The wear mechanisms were

established by examination of both the pin and the wear track

using the optical and the scanning electron microscopes.

(1) Measured Weight Loss

Measured weight loss (and volume loss) versus sliding

distance for a number of the composites determined under different

applied loads are shown in Figures 24 to 26. In order to establish

the effect of non-metallic additions on the wear behavior each

figure contains the average weight loss versus sliding distance

data of the matrix alloys liquid forged under identical conditions.
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In general ,the data in Figures 24 to 26 show that for any

given specimen the weight or volume loss continuously increases

with increasing sliding distance. Figure 24 displays the wear of

2024 aluminum alloy - Al 2 03 particle composites tinder an applied

normal load of 50 grams.

The trends established in this figure are; first, the intro-

duction of the hard non-metallic particles reduces the weight loss

at a given sliding distance. Second, the weight loss at a given

sliding distance decreases with increasing weight percent and

size of the A12 0 3 particles.

Figure 25 shows wear data obtained under different applied

load conditions. The two composites contain different weight: per-

centages of l6pim size SiC particles. In each composite weight loss

increases with increasing applied load. For example, in the com-

posite containing 5 wt% of SiC particles a four fold increase in

applied load, from 50 to 200 grams, results in a weight loss which

is higher than the matrix alloy. Again, as in Figure 24, increas-

ing the amount of the non-metallic addition results in reduced

wear when all other variables are kept constant.

Attempts were made to compare the wear behavior of aluminum

alloys containing A12 0 3 particles and SiC particles, Figure 26.

As previously noted, the 2014 and 2024 matrix alloys showed almost

similar wear behavior under identical test conditions. Therefore,
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it is postulated that the differences in wear behavior noted in

Figure 26 can be ascribed to the non-metallic additions. The data

show that the SiC particles (Vickers Hardness of 2600) are more

effective than the A1203  particles (Vickers Hardness of 1800) in

resisting wear.

Figures 27 and 28 show the measured coefficients of sliding

friction as a function of composite composition and applied load.

The data show that in general, addition of the non-metallic par-

ticles reduced the coefficients cf friction. Beyond that, no

clear trends relating composition or test conditions to the coef-

ficient of sliding friction could be established.

(2) Wear Mechanisms

A general observation made in this portion of the investiga-

tion was that with increasing additions of non-metals to the alum-

inum matricies the wear mechanism changed from a purely adhesive

to mixed mode of oxidative-abrasive wear. The latter resulted in

a corresponding wear of the steel ball bearing. Figure 29 through

31 show the microstructures of a pure matrix alloy, various comp-

osition composites and the corresponding ball bearing pins. Fig-

ure 29(a) shows the adhesive wear of the aluminum alloy 2014.

Metal transfer to the pin in this *xperiment is shown in Figure

30(a). Addition of 5 wt% of 16om size A1203 particles appears to

reduce both the plastic flow in the matrix and the metal transfer

to the pin, Figures 29(b) and 30(b). When 20 wt% of Al 203 and

SiC particles are added to aluminum matrices a dramatic change in

the wear mechanism is noted, Figures 2 9(c), 29(d), 30(c) and 30(d).

First, the pin again appears to be riding on the particles and

I"
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second, there is evidence of an iron oxide layer on the worn surface of

the composites while the pin itself has suffered a pirely abrasive wear.

Figure 31 shows the microstructures of the aluminum alloy and the

composites after further wear, 1000 cycles. Again the adhesive

wear mode with extensive plastic flow is noted in the 2014 pure

* matrix alloy and the low weight percent composite, Figure 31(a)

and 31(b). On the other hand, extensive oxidation and some cover-

ing of the Al203 and SiC particles are noted in Figures 31(c) and

31(d).

The flow of the matrix over the non-metallic particles is

better illustrated in Figure 32. This figure shovws sequences of

the microstructure of the wear track of a high non-metal content

(20 wt, of 142pm Al 203) composite. The applied load in this exper-

iment was 200 grams. The microstructures reveal that initially

the steel ball bearing was essentially riding on the Al203 par-

ticles. Subsequently, beginning with approximately 25 revolutions,

either the particles were pushed into the matrix and/or the matrix
I covered the particles due to plastic flow in the direction of slid-

ing. A second observation made is that while some of the particles

appear to have fractured either during the composite fabrication

and shape forming or during the wear tes't there appears to be no

particle pullout from the matrix after 2000 revolutions.

j Increasing the applied load from 200 to 1000 grams on the

20 wt% non-metal containing composites appeared to change the wear

mechanism to a surely abrasive one on both the disc and the pin.

3 While some fine debris are noted, especially on the pin, oxidation

of the disk is significantly less than that observed at lower loads,

Ids -
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l Figure 33. Correspondingly significant wear of the pin areas

noted, Figures 33(c) and. 33(d). Lower magnification views of

the pins in Figures 33(c) and 33(d) are shown in Figure 34 (a) and

34(b), respectively. These views give an overall picture of the

size of the wear track on the pins with respect to the diameter

of the ball bearings which was ' 6.4mm.

I
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V. CONCLUSIONS

1. A technique for the fabrication of aluminum matrix

alloy composites containing particulate additions of Al2 03

and SiC particles in the size range of 1 to 142pm was

successfully investigated. The technique uses the special

rheological behavior of partially solid, vigorously agitated

alloy slurries to entrap the particulate additions until

interface interactions promote wetting.

2. Homogeneous additions of the particles in shaped

components produced in a forging apparatus were readily obtained

except for the very small, lpm in size, particles which clustered

during the compositing step.

3. Methods were investigated to both increase the

non-metallic content of the composites for improved wear resistance

as well as to obtain an abrupt gradient in the composite

composition.

4. Low volume fraction composites with the finer, 5pm in

size, additions of Al2 03  show tensile strengths comparable to the

matrix alloys. However, in general, the ductility of the composites

decreases with increasing volume fraction of non-metallic additions.

5. Aluminum matrices containing high weight percent of hard

non-metals exhibit excellent friction and wear properties when

tested against a AISI 52100 ball bearing on a pin-on-disk machine.

For example, composites of 2024 plus 20 wt% of 142pm size A12 03

particles showed a weight loss of -, 2 orders of magnitude less than

the matrix alloy prepared and tested under identical conditions.
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6. Aluminum alloys containing SiC particles showed slightly

superior wear resistance due to the higher hardness of SiC.

7. Wear mechanism of the matrix alloys under the test

conditions was consistently adhesive in nature. On the other

hand, composites with high weight percentage of non-metals showed

an abrasive wear mechanism on both the disk and the steel ball

bearing.

I.I
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TABLE I

Classification of the types of wear by Czlchos (I)

mainly stress +
Interacting Wear stress material
elements mechanisms inter- inter-

Type actions actions

of 
acion

relative U-
motion %- z

solid/solid sliding sltdiro wear

(metals, _ _ ,,J
polymers, rolling wear
minerals, rolling

etc.) i
without impact impact wear
or with L J

lubricants

oscillation fretting wear

solid/liquid - flow cavitation wearI V \
solid/fluid 

_

+ particles flow fluid erosion

I,
_______________1_
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TABLE II

Sample Jientification and Composition of the Composites Fabricated
and Tested

Specim-. Matrix Particles charged
Identification Alloy Size (pJm) Weight % charred

2024 2024

2024-10% (1pm Al203 ) 2024 1 l0.0**

2024-2% (5pm A12 0 3 ) 2024 5 2.0*

2024-5% (51m Al203 ) 2024 5 5.0

2024-20% (5pm Al203) 2024 5 20.0 

2024-5% (16pm Al 203) 2024 16 5.0*

2024-20% (16pm Al2 0 3) 2024 16 20.0*

2024-20, (63 I A1203) 2024 63 20.**

2024-20% (142pm A12 0 3 ) 2024 142 20.0**

2024-30% (142pm Al2 03 ) 2024 142 30.0**

2014 2014 - -

2014-2% (5pm Al 2 03 ) 2014 5 2.0**

2014-5% (5vm A1203 ) 2014 1 5.0*

2014-2% (5pm Al 20 3 ) 2014 5 20

2014-5% (5m Al 20 3 ) 2014 5 5.0**

2014-50 (16.81 Al 2 o03  2014 16 5.0**S2014-5"' (63om Al 2 03) 2014 63 5.0"

014-5 (16,m ASiC ) 2014 16 5.0**

2014-20 (16LnI SiC) 2014 16 2.0**
201 201

201-5% (5pm A12 0 3 ) 201 5 5Q**

l A1203 : Unfused Alpha Alumina (Platey, Sharp Morphology)

j *" Specimens subjected to wear tests.
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TABLE III

HEAT TREATMENT OF LIQUID FORGED SPECIMENS

ALUMINUM TEMPERATURE TIME
ALLOY MATRIX CONDITION (K) HR. QUENCH

2014 Solutionize 769 24.0 Cold Water

2014 T4 R.T.t 48.0

2014 T6 444 10.0 Air

2024 Solutionize 769 24.0 Cold Water

2024 T4 R.T. t  48.0

2024 T6 459 12.0 Air

**

201 Solutionize 808 24.0 Cold Water

201 T4 R.T.t 120.0

201 T6 427 15.0 Air

tR.T. - Room Temperature

t
Heat Treatment from reference [30]

**
Heat Treatment from reference [3] ]
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TABLE IV

Tensile Properties of Heat Treated Commercial

Aluminum Alloys

0.2%.Offset
Ultimate Tensile Yield Strength %

Material Strength, Kg/mm 2  Kg/mm 2  Elongation

2014-T 4 a 41.2 22.6 25.0

2014-T 6 b 43.6 38.1 12.6

2024-T6c 48.3 36.2 13.4

2024-T6 d  46.4 34.7 11.2

2024-T4 [Ref. 30] 45.7 33.1 20.0

2024-T6 [Ref. 30] 48.5 40.0 10.0

KO-I-T4 [Ref. 31] 35.2 21.1 12.0

KO-l-T6 [Ref. 31] 37.3 32.4 4.0

a - Specimens pulled from as-received wrought stock treated to
T4 condition.

b - Specimens pulled from as-received wrought stock in T-651 con-
dition.

c - Squeeze cast (liquid forged) specimens produced in an earlier
study [ 2].

d - Thixoforged (forged when the alloy was in partially solid,
Rheocast state) specimens produced in an earlier study [2 ].
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TABLE VI

Room Temperature Properties of Liquid Forged Matrix Alloy

(Heat Treated to T6 - condition)

0.2% Offset

Ultimate Tensile Yield Strength % Reduction
Specimen Strenqth, Kg/mm 2  Kg/mm 2  Elongation Area

2024 40.7 33.6 3.5 4.0

2014 42.6 36.7 2.6 3.2

201 36.8 32.4 4.4 6.2

2024 a  48.3 36.2 13.4

2024 b  46.4 34.7 11.2

a - Squeeze Cast, liquid forged, specimens produced in an
earlier study [ 2].

b - Thixoforged specimens produced in an earlier study [2 ].
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TABLE VII

Elevated Temperature (525K) Properties of Liquid Forged

Composites and Matrix Alloys Heat Treated to a T-4 Condition

Ultimate Tensile % %
Specimen Strength, Kg/mm2 Elongation Reduction Area

2024 26.5 10.0 10.9

2024-10% (lpm A1 2 0 3 ) 9.0 1.4 2.4

2024-5% (5pm A12 03 ) 24.2 2.0 2.4

2024-5% (16wm A1 203) 24.0 2.5 3.2

2014 23.5 9.0 10.2

2014-2% (lpm A1 2 0 3 ) 10.0 4.5 4.7

2014-5% (;,Pm A1 2 03) 20.0 3.0 3.9

2014-2% (5um A1 203) 16.8 7.5 7.1

2014-5% (5pm A1 2 0 3 ) 21.0 2.5 4.0

2014-5% (16pm A1 2 0 3 ) 18.5 3.0 6.3

2014-5% (63pm A1 203) 21.2 5.0 7.0

201 25.2 21.0 19.7

201-5% (5pm A1203 ) 20.9 6.5 7.0

.....................
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(a) (b)

Figure 1. Illustration of two measurements of par-
ticle spacing: (a) Mean free path between
particles (X) and (b) Interparticle Spacing
(Ds). From reference [8].
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Figure 2. Relationships between volume fraction (g), par-
ticle diameter (d), interparticle spacing (Ds )
and mean free path (x). From equations (
to (3).
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Figure 3. The relation of yield stress to log reciprocal
mean free path between particles in copper-
chromium and copper-iron alloys (Gensamer plot).
From reference [8].
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Figure 4. Combined plot of ductility of several copper
dispersion alloys versus volume fraction.
From reference [8].

L__ .*~



54

Al A- 8%Mg (873-K)
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Figure 5. Average maximum thickness of the 'apparent
interaction zone"' as a function of residence
time. From reference [10].
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Figure 7. Schematic illustration of the compositing
apparatus.
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t
MOVABLE

DIE HALF

. LIQUID

COMPOSITE
CHARGE

RING INSERT .. STATIONARY

LOWER DIE

EJECTOR PIN

Figure 10. Schematic illustration of the forging dies used
in forming of the aluminum matrix composites in
the hydraulic press.
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MOVABLE
DIE HALF

LIQUID COMPOSITE

OXIDE PARTICLES

CERAMIC FILTER

STATIONARY
LOWER DIE

EJECTOR PIN

............. HIGH VOLUME
-6 0 0e 0 0FRACTION

COMPOSITE

Figure 11. Schematic illustration of the die set-up used to

fabricate high volume fraction composites of alum-
inum alloys.
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(IFigure 12. Photograph showinq an aluminum,, matrix com-
positce in the as,-forcqed condition with sec-
tinns removed and machined from a similar
part for wear and tensile tests.
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IFigure 13. *ne pir-on-disc wear test
il indusedin hisirvestigation.

Lom



64

z
0

u. 0 ui
>D L) a_ a

z
00

z0C

cLUI

C) 04 Cl -

<LU.

0 co ~

00

E

0

LU 0

C0

a- ./

4crI

HO C

ZIrW- 4 LLJUJ -J M: r-



65

Figure 15. ~L iid forged composites of
c1I* w"iqht percent of A1203

a r I~ (,In a 2024 aluminum
- f~i 3 particles i n a 2014

a 1 - I .
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40

Figure 18. SEM photrii -J;1: i;, id forqed composite of
2024 aluminw- i>. ft I rii 30 weight percent of
1 42jim siz '12),, ii . ( 1QOX , ( b) 200X.
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Figure 19. SEM1pr~i forged compos-ites of
a IuLiir -i'atrix containing
5 we i ( ' 1203 particles at 450X,
(b) 201,1 frliininq 5 weight percent of

1~~~ .ns ~-(O
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, Ir, .ON
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(a)

Infiltrated layer of
A1203 particles
sprinkled on top of
the ceramic filter.

Figure 20. Microstructure~a

of a 2024 aluminum alloy
composite produced using the
die set-up in Figure 12. (a)
shows a 2X photograph of the
dual layered composite with ahigh volume fraction of 142,tm

A 20 particles in its lower ha:
th nfiltrated ceramic filter. ' f the
microstructure above the filter. :atrix devoid
of particles, a high volume fra i Filtrated
but not wetted Al 0 particles . the filter to
prevent the composiie particles i I .. filter
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A
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Figure 22. Fracture ,u~fo: , ,IJnum alloy composites con-
L a ini nq A I -;," 1, ! . 1 ) ,hows ri 2014 alloy matrix
containirfi - v,-n of 51-ii size particles at
1000X , (J) -)',ov imatrix containing 30
weight po rc-cenl il -- size particl es at lOOX.
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2024 -20% (AI 20 3 )
SIZE LOAD

16 Im
63gLm 200 g

142/.m

16,a m 0 g
Sloog

63,am

142/Lm

16kLm 50 g

63pFm

LIZ MATRIX 5 0 g
ALLOY

I i I I I

0 0.1 0.2 0.3 0.4 0.5 0.6

COEFFICIENT OF SLIDING FRICTION

.27 Average measured coefficient of sliding
friction of aluminum matrix alloy 2024
and a composite of the alloy containing
,"0 wt, of different size A1203 particles.
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Figure 28. Average measured coefficient of sliding
friction of alumiiuul matrix alloy 2014

and a composite of the alloy , ontaining

5 and 20 wt' of 15 ! size SiC particles.
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Figure 33. Micros truc;t res of the wedr tracks on both the
a]umiflhpiI I~icy compe-Otes and the corresponding
ste-l b,-1 ,earinqs a~t 200X. (a) and (c) show
the Aiurinuri al lov 2014 containing 20 wt' of

siz T , partl(Ids and the corresponding
pin, repcli ()ad(d) show the aluminum

alloy ?flI1 rt -ni 20 wt" 16ii size SiC par-
tidPS, dnd .h( correc,pondinn On, respectively.
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